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CERTIFICATE No : HJSP2306 - 513 ISSUED DATE 2023-06-26

SEOUL : 11th fl. HANJIN B/D, 3, Gangnam Blvd 62Gil, Gangnam-gu, Seoul, Korea

Tel : 02-565-7878 Fax 02-539-7227
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COMMODITY : E.R.W STEEL PIPE FACTORY: 15 Sindaegil Ipjang - Myeon, Seobuk-gu, Cheon-an, Choong-nam, Korea CUSTOMER : AEnolE®
Tel : 041-582-2255 Fax 041-582-0449
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1 HR UetA XS AL T 26.7 1.7 6,000 217 22K08002TB26 481 324 31 0.1583 | 0.006 | 0.436 | 0.0092 | 0.004 - G - ==
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2 HR etz - 40*20 1.4 6,000 180 22J11002TB58 409 293 37 0.0838 | 0.011 | 0.452 | 0.0071 | 0.0021 - - - 2?; 12

3 HR etz - 20.3*20.3 1.4 6,000 252 DM23D241A6 399 284 38 0.0717 | 0.007 | 0.265 | 0.0099 | 0.0061 - - -
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*1- Type: HR (Black Steel), Gl (Galvanized Steel), CL (Color Paint), POSM(Zn-Mg-Al Coated Steel)
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WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN ACCEPED IN ACCORDANCE WITH THE PRESCRIBED SPECIFICATION AND ORDER
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